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研究成果の概要（和文）：直径10μmの微小ディスク金電極を間隔100μm、16×16chの格子状に配列した微小電極配列
構造体の作製に成功した。特注作製した64chマルチポテンショスタットを用いて個々の微小電極単独の電極特性を実測
したところ、±25%のバラ付きはあるものの全電極は微小電極としての振る舞いを示した。また、8×8ch電極集合体の
電極特性を実測したところ、個々の微小電極上に形成する拡散層の干渉挙動が見られ、有限要素法を用いた３次元拡散
方程式の数値計算から予想された通りの結果となった。動電位分極中の干渉程度は、電極サイズの規格化関数によって
表示できることを示した。

研究成果の概要（英文）：A 16x16ch Au multielectrode array with a diameter of 10 um and an inter-electrode 
distance of 100 um was fabricated. Electrochemical measurements using a made-to-order 64 ch multichannel 
potentiostat revealed that all microelectrodes operated as an individual microelectrode, although their 
properties varied widely. Polarization of 8x8ch microelectrodes in the array showed an interference of 
diffusion layer formed on the microelectrodes. The interference was also successfully simulated with a 
FEM numerical modeling of three-dimensional diffusion problem. The degree of interference during the 
dynamic polarization of the array could be normalized by the geometry of microelectrode diameter and 
inter-electrode distance.

研究分野： 腐食科学
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