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研究成果の概要（和文）：FAU型ゼオライトとエタノール溶媒を用いたソルボサーマル反応により、カリウム(K)含有-L
IT型ゼオライトの合成に初めて成功した。-LIT型ゼオライトは、イオン交換により変わった構造変化を起こすことが分
かった。これは-LIT型構造の特徴である骨格に含まれる水素結合の消滅と、Kイオンのpore filling効果に起因する。
またKイオンを含んだ-LIT型ゼオライトが炭素燃焼触媒として有効なことが分かった。更にソルボサーマル反応により
新規な高Al含有層状ケイ酸塩の合成と、それを前駆体とする高Al含有メソ多孔体の調製にも成功した。高い親水性と耐
水性を示し優れた酵素固定化能を有することを見いだした。

研究成果の概要（英文）：We succeeded in synthesis of potassium (K) ion included -LIT type zeolite by the 
solvothermal reaction using a FAU-type zeolite and an ethanol solvent for the first time. In the -LIT 
type zeolite, the remarkable structural change by ion-exchange was found and its thermal stability was 
degraded considerably. These changes originate in a disappearance of the hydrogen bond contained in 
framework, which is the feature of -LIT type structure, and the pore-filling effect of K ion. 
Additionally, it was found that the -LIT zeolite containing K ions in nanopores is effective as a carbon 
combustion catalyst. Furthermore, the novel layered silicate Al-K-LDS including high aluminum content was 
synthesized by the solvothermal reaction using layered silicate RUB-18, and the mesoporous derivatives 
with low Si/Al ratio was also successfully prepared using Al-K-LDS. Obtained mesoporous derivatives 
showed high hydrophilic property, water resistance and high adsorption ability of enzyme (lysozyme).

研究分野： Ｘ線結晶構造解析

キーワード： ソルボサーマル反応　アルミノシリケート　ゼオライト　層状ケイ酸塩　炭素燃焼触媒　メソ多孔体　
酵素固定化
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